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Description: 
 
 

Zn/Fe samples will be rated after NSS test.  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 

Samples before NSS test 
 
 

 
Samples in Test Chamber 
 
 
 
 
 
 

Test method : 
Corrosion test is a neutral salt spray(NSS) test according to DIN EN ISO 9227 standart and 
it was implemented in 1000 liters cabine.
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NSS 
 

Test  Duration  [h] Rating 

72 < % 1 White Rust 

168 < % 3 White Rust 

 
96 h; 
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168 h; 
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